SLURRY SEAL

1. PREPARATION
a. Remove weeds from the roads. Sweep areas where materials are to be applied, and
allow to dry, if necessary. Verify that existing pavement has been inspected for
detrimental effects of poor drainage.
b. Cover/protect catch basins, manholes, and valves as needed.

2. PROCESS

a. Apply materials in a smooth and uniform manner. Slurry material should not run onto
adjacent pavement surface, curb and gutter or waterways.

3. ACTIONS
a. If loose aggregate is remaining in street or curb, sweep it up.

b. Ensure that excess emulsion materials are removed from the site and stored for later
use in an area or container that is not exposed to the weather.

c. Remove covers/protection from catch basins, manholes, and valves.
4. DOCUMENTATION

a. Record location and date on the maintenance database and map.
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